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Weathering Test Report - Interim
YSC-1

The data contained in this report is representative of the materials or specimens provided by the client. Arizona Desert Testing LLC
makes no representations that the material or specimens tested relate to any other batch or lot. This report shall not be reproduced
except in full, without the written permission of Arizona Desert Testing LLC.

The information contained in this electronic test report is privileged and confidential information intended for the use of the
addressee listed above. If you are neither the intended recipient nor the employee or agent responsible for delivering this message to
the intended recipient, you are hereby notified that any disclosure, copying, distribution or the taking of any action reliance on the
contents of the message is strictly prohibited. If you have obtained this test report in error, please immediately notify AZTEST by
telephone to arrange for return of the original document to us.

Test Summary

Conducted For: Hamid Moradi

Submitted By: Soheil Youzefi
11740 Wilshire Bivd.
Los Angeles, CA 80025
USA

Performed By: Arizona Desert Testing, LLC
21212 West Patton Road
Wittmann, AZ 85361
USA

Approved By: Bill Putman
623-388-9500 x16

AZTest Test #: YSC-1
Client Reference #: AZT#7546

Description: ASTM G90 Cycle 1 Testing 5 panels

Durati_on: 1,000 UV MJ/m2

Started On: 11/06/18

Status: Samples 1, 2: On Exposure with 608 UV MJ/m2 as of 05/07/19 1:00PM MST
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